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emission has a desired apparent color, exemplarily white.
Emission of two or more colors requires that the effective
optical length of the cavity is selected such that the cavity is
a multimode cavity, with the wavelengths of two or more of
the standing wave modes that are supported by the cavity
lying within the emission region of the electroluminescence
spectrum of the active material.
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